
Test 1  
 ”Rough boy” A-0056 
The test is done on a horizontal steel plate 8mm with painted finish 3 strokes 
(conventional oil-based paint) 
Thickness of coating is about 490 microns average of 10 measurements 
Time used of area 25 * 25 cm had a working time of 3:06 minutes. 
This represents approximately 1 m² per 49 min 
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Test2    
A-0500 Paint removal disk 
The test is done on a horizontal steel plate 8mm with painted finish 3 strokes (conventional oil-based 
paint) 
Thickness of coating is about 490 microns average of 10 measurements 
Time used of area 25 * 25 cm had a working time of 6:20 minutes. 
This represents approximately 1 m² per 99 min 
The disk used here has been used extensively and time consumption will decrease with a new disk. 

 


